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English version 
Table A.1 

Modify the rows for Clause 5.2.7 as follows: 

Table A.1 — Roofing system-related characteristics 

Type of application/roofing system 
Exposed sheets Covered sheets 

 

Clause 

 

Testing for 
Adhered Mechanically 

fastened 
Gravel 

ballasted 
Roof 

gardens, 
park decks 
or similar 

5.2.7 Joint peel resistance ± + - - 

5.2.7 Joint shear resistance + + + + 
 

Version française 

Tableau A.1 

Les lignes pour l’article 5.2.7 doivent être modifées comme suit: 

Tableau 1 — Caractéristiques relatives au système d'étanchéité 

Type d’application/système de toiture 

Feuilles apparentes Feuilles sous protection 
Article Essai pour 

adhérentes fixées 
mécaniquement 

ballastées de 
gravier 

terrasses-
jardins, 

parkings ou 
similaires 

5.2.7 Résistance au pelage 
du joint 

± + − − 

5.2.7 Résistance au 
cisaillement du joint  

+ + + + 

 

Deutsche Fassung 

Tabelle A.1 

Die Angaben in Tabelle A.1 sind entsprechend Abschnitt 5.2.7 abzuändern. 

Tabelle A.1 — Auf das Dachsystem bezogene Merkmale 

Art der Anwendung/des Bedachungssystems 
Freiliegende Bahnen Bahnen unter Auflast

 

Ab-
schnitt 

 

Prüfung auf 
Geklebt Mechanisch 

befestigt 
Kiesauflast Begrünung,  

Verkehrsflächen

oder ähnliches 
5.2.7           Schälwiderstand der Fugennaht              ± + - - 

5.2.7           Scherwiderstand der Fugennaht              + + + + 
 


