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Glass in building - Laminated glass and laminated safety glass - Evaluation
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This corrigendum becomes effective on 7 December 2005 for incorporation in the official English
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Die Berichtigung tritt am 7.Dezember 2005 zur Einarbeitung in die offizielle Englische Fassung der
EN in Kraft.
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English version 
 
Sub-clause A.3.3 is to be renumbered A.3.2 as follows: 
 
A.3.2 Use of proxy testing.... 


